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.&40VUU"".I. Z.U!..J.o.:.iJ.t• rrtt.t.UX JOIJ:T C<m'Oll!iD BUllETIN NO: .T-6903 
r'RY.YALL ACCESSORY tuAL" PURPOSE DATE: U/21./75 
PRODUCTS 

' . {I 

.· 

· (NON-ASBESTOS) PAGE: 1 ot 2 

APPROVALS:. (V<.J . 
Pf!OIUCING PIMrr: CANCELS: J-6903 

.· ·~~-r ~ ~- •' "SEATTLE . , DATE: 4/.23/·74. 
.. 

l-~ ,, ~ ··)<.·.·. .. ' •' 
. 

. BULttriN\~ •·· .DEsCRIPTION ~ POUNDS ClALLONS 

165 Grou.'ld P.a;v Gypsum 
. 

37.05 2200 

489 Wo119stor.ite ).37 200 

251 '-~ica .. !.!.~C . 5.05 300 
. ' . 247 Mica S 5.05 "300 

. 
Min-~-Gel FG ( F1oridi.'1 Co,) 052 3.37 200 

442 Talc 2.53 150 
. 
245 Methocel 228 

. . 
0.25 15 

244 Cellosize CP-4'00-H 0.08 5 
. . 

200 !Celtcse 0.13 
. 

8 .. . 
453 · Preserv~tive - Dcwicil 75 0.13 8 

. 470 P\'Ac Emulsion (6.13% on solids) 6.20 J68 40 
.. 

Troykyd 666 (defoamer) . 0,30 18 
-

W~ter - st~rt 10.88 1834 220 
• 

< 
Water - adjust to std. viscositv 5.61 . "333 40 

I TOTAL 100.00 5939 

MANJJFAC'l'URI::o I!:SI!!UC'l'IC:!S:. . 
·. 

l. See Process Bulletin .T-2. Mix Troykyd Defoamer before using. 
2. ~ blend all po~der materials 8 minutes. .. 
3. For P..'.G add 4 lbs. Yellow Oxide per batch (Eulletin RM-J-190). 
4. For s=er conditions add 8 gallons Ethylene Glycol per batch. · 

. '· · !.!ix-all-mterie1s until paste .. is .smooth .and lump free, stop mixer_ for . ~ .... .. - . - -5 minutes, retnJ.x adding Vlater to meet vJ.scosi ty spec. 

U-16= I 
9- 10 

No lumps · j 
Equal to Standard 

CJJALITY CONTROL: 

TM-1 Viscosity, Vic at, 150 gm cyl @ 5 sec. 
Tl{-J Tape Bond 
TM-6 Application 
TM-7 Workability 
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